
Concepts for Drying, Debinding and Sintering of Parts with Binder Content

Process

Atmosphere

Maximum Temperature 
for Debinding

Organic Quantity

Requirement

Concept

Furnace Type

For Debinding

For Debinding 
and/or Sintering

Post-Treatment of Ex-
haust Gases

Furnace Heating

Drying Solvents

Air

300 °C

Organic quantity low

Low requirement for
temperature uniformity

Acc. to EN 1539 Type A. 
Monitored air exchange. 
Exhaust gas venting via 
nozzles in the on-site 

extraction system.

LS

KTR, page 42
TR .. LS, page 40

Electric

600 °C

Organic quantity medium

Low requirement for
temperature uniformity

Debinding process with 
control difficulties of 

heating ramp (exothermic 
reaction).

L .. BO, page 66
HT .. DB, page 68

BO

Integrated thermal 
afterburning/catalytic 

afterburning

Air

Organic quantity low to 
high 

Increased requirement for
temperature uniformity

Monitored air exchange. 
Pre heated fresh air. Fur-

nace in overpressure.

HT .. DB100, page 68

DB100

Separate catalytic afterburning 
system

Separate thermal afterburning system

650 °C

Air Air

Air
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H2

N2

HNO3

Electric

Thermal debinding in hy-
drogen atmosphere. Safe 
monitored air exchange.

NR .. H2, page 20
VHT .. H2, page 24

Inert

600 °C

Organic quantity low 

High requirement for 
temperature uniformity

H2

NRA .. H2, page 20

Flare 
Thermal afterburning

Reaction gas Catalytic

120 °C600 °C

Organic quantity low to 
high 

Organic quantity low to 
high 

High requirement for 
temperature uniformity

No residual oxygen con-
centration

Catalytic debinding 
in nitrogen/nitric acid 

atmosphere. Monitored 
safe Nitrogen purging to 

displace the oxygen.

CDB

NRA .. CDB, page 22

Flare

Thermal debinding or 
pyrolysis in an inert at-

mosphere Safe monitored 
inert gas purging.

NR .. IDB, page 20
VHT .. IDB, page 24

IDB

NRA .. IDB, page 20

Flare 
Thermal afterburning

NR .. H2, page 20
VHT .. H2, page 24

Electric

Debinding

Protective gas

Protective gas
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